Material Code: 1997 Last Updated
Acrylic Systems using Inorganic Zinc Primer

4-Apr-11 Contact: Greg Bradford (304) 558-9882

Email: Greg.F.Bradford@wv.gov or
Contact: Terry Burns (304) 558-9883

Intermediate Approval
Email: Terry.J.Bu
Manufacturer Primer Coat rns@wyv.gov Top Coat Color Number
Carboline . 14241 Gray{
(C1880) CarboZinc 11 HS 3358 3359-1359 Green 1404485A
Carboline CarbozZinc 11 HS 3358 3350-0746 |26373 Gray| 1404486A
(C1880)
Elite (131A) P159 W112 W177 14223 Lt 1376246A
Green
Elite P159 W112 W178 14241 Gravl 13760450
Green
Sherwin Williams . 20062
(S0320) ZincClad Il LV | = -——--- B66NV211 WV Brown 1404156A
. - . 20062
Sherwin Williams | Zinc Clad Il Plus| ~ -----—-- B66NV211 WV Brown 1404158A
. - . 26373
Sherwin Williams | Zinc Clad Il Plus B66W211 B66W0219 Gray 1402578A
Sherwin Williams Zinc Clad Il LV B66W211 B66GW114 1424éreenGray- 1404147A




Urethane Systems using Inorganic Zinc Primer

Intermediate Approval
Manufacturer Primer Coat Top Coat Top Coat Color Number
15450 Lt.
PPG (A179A) | Dimetcote 9H | Amercoat 385 450HS Blue 1405380A
PPG Dimetcote 9H Amercoat 385 450HS 14223 Lt 1405381A
Green
PPG Dimetcote 9H | Amercoat 385 450HS 14241 Grayi 053824
Green
PPG Dimetcote 9H | Amercoat 385 450HS 26373 Gray 1405383A
Carboline CarboZinc 11 HS 888 133LH-0746 |26373 Gray| 1404488A
(C1880)
Carboline CarboZinc 11 HS|  ----—---- 133LH-2279 20062 1404490A
Brown
Carboline CarboZinc 11 HS 888 134HG-2397 1422G3reen Lt 1404492A
Carboline Carbozinc 11 HS 888 134HG-1359 1424GlreenGray' 1404494A
154 Lt.
Carboline CarboZinc 11 HS 888 134HG-7132 > S?BIue t 1405378A

One Component, Fast Dry, High Build Acrylic System using Inorganic Zinc Primer

Approval

Manufacturer Primer Top Coat Top Coat Color Number
Sherz"éigsvzvg')iams Zinc Clad Il Plus F:fg?; ?1133 14241Green Grayl 14034534
Sherwin Williams Zinc Clad Il Plus F:S?[GCVI\;]?:B L%(.SLB‘ISUOe 1405949A
Sherwin Williams | Zinc Clad Il Plus F:siG(},/I\;?:lll-llB 266r3a7y3 1405951A




Acrylic Systems using Organic Zinc Primer

Intermediate Approval
Manufacturer Primer Coat Top Coat Top Coat Color Number
PPG . . 14223 Lt.
(A179A) 68HS DTM Acrylic Pitt-Tech Plus Green 1401499A
14241 -
PPG 68HS DTM Acrylic | Pitt-Tech Plus Sray1  1401500A
Green
26373
PPG 68HS DTM Acrylic Pitt-Tech Plus Gray 1402143A
Carboline . 14241 Gray{
(C1880) CarboZinc 859 3358 3359-1359 Green 1404482A
. . 26373
Carboline CarboZinc 859 3358 3359-0746 Gray 1404484A
i 2637
'”tzgrﬁf)”a' Interzinc 315 | Intercryl 520 | Intercryl 530 c-?fayS 1404811A
14223 Lt.
International Interzinc 315 Intercryl 520 Intercryl 530 Green 1404809A
14241 -
International Interzinc 315 Intercryl 520 Intercryl 530 GreenGray 1404810A
Sherwin-Williams . 20062
(S0320) ZincClad IIHS |  --—--——--- B66NV211 WV Brown 1404157A
Sherwin-Williams | Zinc Clad Il HS | B66W211 B66GW114 1424éreenGray' 1404146A
. s . 26373
Sherwin-Williams Zinc Clad lll HS B66W211 B66AW0219 1402577A

Gray




Urethane Systems using Organic Zinc Primer

Intermediate Approval
Manufacturer Primer Coat Top Coat Top Coat Color Number
PPG 14223 Lt.
68HS 385 450HS 1404152A
(A179A) Green
PPG 68HS 385 asons |14 GV 404153A
Green
PPG 68HS 385 450HS 15450 1404151A
Lt. Blue
PPG 68HS 385 450HS 26373  Gray 1404154A
Carboline . 20062
(C1880) CarboZinc859 |  --------- 133LH Brown 1404489A
. . 15450
Carboline CarboZinc 859 888 134HG-7132 Lt. Blue 1405379A
Carboline CarboZinc 859 888 134HG-2397 142263reen Lt 1404491A
14241 :
Carboline CarboZinc 859 888 134HG-1359 GreenGray 1404493A
. . 26373
Carboline CarboZinc 859 888 133LH-0746 Gray 1404487A
International . Interthane 14223 Lt.
(1074A) Interzinc 315 |Intergard 475HS 990HS Green 1405816A
. . Interthane 14241 Gray;
International Interzinc 315 |Intergard 475HS 990HS Green 1405817A
Interthane 15450
I jonal I i 1 I 475H 1405818A
nternationa nterzinc 315 [Intergard 475HS 990HS Lt. Blue 05818
. . Interthane 20062
International Interzinc 315 |Intergard 475HS 870UHS Brown 1404812A
. ) Interthane 14223 Lt.
International Interzinc 315 |Intergard 475HS 870UHS Green 1405813A
. . Interthane 14241 Gray;
International Interzinc 315 |Intergard 475HS 870UHS Green 1405814A




Interthane

15450

| i I | i 1 | 475H 14 15A
nternationa nterzinc 315 [Intergard 475HS 370UHS Lt. Blue 05815
in-Willi 15450
She";"ggg)\’z\’(‘)';'ams Zinc Clad Il HS | Macropoxy 646 | Acrolon 218HS e Bl 1405955A
. - . 26373
Sherwin-Williams | Zinc Clad lll HS | Macropoxy 646 | Acrolon 218HS Gray 1405956A
14241 Gray-
Sherwin-Williams | Zinc Clad Ill HS | Macropoxy 646 | Acrolon 218HS = een Y1 14059574
Wasser . 14241 Gray{
(W422A) MC Zinc MC Ferrox B MC Luster Green 1372456A
Wasser MC Zinc MC Ferrox B MC Luster 142263reen Lt 1376255A

One Component, Fast Dry, High Build Acrylic System using Organic Zinc Primer

Approval

Manufacturer Primer Top Coat Top Coat Color Number
She";"éigé\’z\’g;iams Zinc Clad 111 HS F:fg?; ?1133 14241Green Grayl 14034524
Sherwin-Williams Zinc Clad Il HS F:S?[GCVI\;]?:B 154508Iue L. 1405948A
Sherwin-Williams Zinc Clad Il HS F:siG(E,/I\z/:\?:lll-llB 266r3a7y3 1405950A




